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1. Introduction

Consider a KTa1-xNbxO3 (KTN) crystal sandwiched 



Vol. 7 No. 12 Dec. 2009 �

Special Feature

�

From this viewpoint, the total divergence angle 2�'�T 
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origin. However, the composition variation causes a 
length increase to merely add inefficient parts, so the 
deflection angle does not increase but instead satu-
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